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We report here on results obtained with laser-initiated micro-propellants, such as PVN,
PVC, GAP, NC, and mixtures of these. All samples were doped with a laser absorbing
component. In some cases, this was carbon nanopearls with 10nm mean diameter, while, in
others, it was a carbon-based ink with um-size particles. We also report results of
performance tests for absorbers tuned to the 935-nm laser wavelength.

Nomenclature
Cm = laser momentum coupling coefficient

CA = cellulose acetate

E = short for “10"”

EFL = effective focal length

eV = electron-volt

F = thrust

FEP = fluoroethylene polymer

Jo = acceleration of gravity at Earth’s surface
GAP = glycidyl azide polymer

I = laser intensity on target

Iy = plasma formation threshold intensity
Isp = specific impulse

K = DuPont Kapton™ polyimide resin
NC = nitrocellulose

<P> = average incident laser power
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PVC = polyvinyl chloride

PVN = polyvinyl nitrate

Q* = specific ablation energy

T = temperature

VE = exhaust velocity

W = laser pulse energy incident on test sample
Am = ablated mass

MAB = ablation efficiency

T = laser pulse duration

I. Introduction

The maximum specific impulse available from chemical reactions is about 500s, limited by the heat of
formation. For example, the heat of formation for hydrogen-oxygen combustion, one of the hottest chemical
reactions, is 57.8 kcal/mole’. This translates to a reaction temperature of 2.91E4K, for which the most probable
thermal velocity (2kT/mE)O'5 = 5.17 km/s, or Isp= 527 s. However, for example, the Space Shuttle’s main engine
can produce only 465 s (vg= 4.56 km/s), because of inefficiencies inherent in the engine®. This limit is fundamental,
and will not change with improvements in engine materials. Larger Isp values (ve >> 5km/s) are accessible only by

laser ablation, where temperatures can be more than 1E6K for ns-duration pulses, or some other non-chemical
process such as ion drives. Specific impulse Isp up to 7600s has been measured® with 20ns-duration pulses from an

ordinary KrF laser illuminating Al. This Isp corresponds to T = 9.1E6 K (780 eV). By combining these two effects,
i.e., not only initiating the reaction, but adding significant energy with very intense pulses of laser illumination, the
potential exists for attaining combinations of C, and Igy in which I, still exceeds what is available from the
chemistry alone, and in which nag >1. In the work reported here, which deals with ms-duration laser pulses at the
modest intensities available from multi-mode diode lasers, we do not expect to see ls, > 500s, but do expect nag>1
and the distinct advantage of programmable, discrete target addressability.

I1. Definition of Terms

For the sake of simplicity, we will consider a monoenergetic laser-produced plasma jet with exhaust velocity vg.
We have shown3* that this approximation will not introduce large errors [<v 2>/<y>2=1.15] for typical laser-
produced plasma jets, and the principal points we want to make here will be made more transparently using that
assumption. We define Cp, as follows:

Cm =F/<P> = AmvE/W. (1)

In the ablation process, Q* joules of laser light are consumed per kg of ablated mass, and C, units of impulse
Amvg are produced. The product of Cr, and Q* is the exhaust velocity vg of the ablation stream, given the
monoenergetic assumption. This can be seen from the definitions of C,, and Q*:

CmQ* = (AmvE/W)(W/Am) =V 2)

independent of the ablation efficiency. If for example, a significant amount of the incident energy is absorbed as
heat in the target substrate rather than producing material ejection, Q* will be higher, but C,,, will be proportionately
lower, giving the same velocity in the end. In propulsion work, “specific impulse” Isp is customary notation for
VE/go. In this work, we define Isp as

|Sp = ch*/g0 (3)
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Energy conservation prevents Cm and Isp from being arbitrary. Increasing one decreases the other. Energy

conservation requires that several constant product relationships exist:

21ap = AMVEZ/W = Cn2Q* = goCrlsp = CrVe: (4)

In Eg. (3), we introduce the ablation efficiency parameter, nap, the ratio of exhaust kinetic energy to incident

laser energy W. The definition allows nag >1 for exothermic targets.
For nonexothermic targets, nag<1, and the product

Conlsp < 219, = 0.204.

Plasma formation threshold is approximately given by®

Ip = 240/t 055MW/m?.

©)

(6)

Eq. (6) is a useful guide valid to within factors of 2 for ms to sub-ns pulse durations, for all surface absorbing
materials in vacuum, and for visible to infrared wavelengths. It is also a useful guide for predicting plasma initiation

in confined ablation.

I11. Target Preparation
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Figure 1. Schematic of Target Tapes. Each laser pulse passes through
the transparent substrate and creates a detonation which begins at the
interface between it and an absorbing ablatant layer. The detonation
expands to produce the jet. The transparent substrate is not physically
penetrated, although some of it may also ablate.

Ablation targets for tests were
made in a tape format using a variety
of transparent supporting substrates
and ablative coatings [Fig.1].
Substrates were chosen for
transparency, low outgassing and
high optical damage resistance. We
found that these requirements were

often difficult to satisfy
simultaneously. For example,
Kapton™ polyimide resin has

excellent toughness and outgassing
properties, but lower optical damage
resistance and adhesivity for some
target materials, compared to
cellulose acetate. The polyimide has
lower damage resistance because of
its greater absorptivity at our 935-nm
operating wavelength. Among the
materials considered for substrates,
only cellulose acetate and FEP were
excellent in regard to optical damage

resistance. However FEP had the added problem of very poor adhesion to most coatings other than vapor-deposited
aluminum, so we settled on cellulose acetate as the best substrates for general use, and polyimide for cases in which
the coating application process involves solvents not tolerated by cellulose acetate. Tape substrate thickness ranged
from 75 to 125um. Coatings ranged from 60um to 370um.

Coating materials were mixed with a Cole-Parmer A-04737 homogenizer.

Ablative coatings for tapes were usually applied as a spray of the coating material diluted in, e.g., n-butyl
acetate, in increments of 5um, to attain an ideal total thickness of order 70um. In some cases, coatings were applied
in one go using a draw-blade applicator.

Laser ablatant materials and substrates are listed in Table 1. All proportions are by weight. “Ink” in the Table is
the black material dissolved from commercial electric typewriter foil ribbon.
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A. Ablator Test Device
Figure 2 shows the device used to illuminate the target tapes.
One to four repetitively-pulsed, fiber-coupled JDSU type 6380-A/L2 laser diodes inside the device drive the

IV. Experimental Setup

ablation of the fuel tape. Each of these are capable of <P> = 2.5W output at 910-920 nm wavelength with input
current and voltage of 3.37A and 1.71V, giving 43% electrical efficiency at this output level. At 1ms pulse duration,
we determined that these could achieve peak delivered power output of 4.75W at 10% duty cycle without damage.

br—
é 0e Mmotion —s-

The ends of the four 100-um-core-diameter
fibers were stripped of their buffer layers for
closest spacing, and mounted in a fiber vise.
Their light output was collimated with a
Lightpath, Inc. GPX5-5 axially graded
refractive index aspheric lens and focused with
< a Thorlabs C330-TM-B aspheric. The EFL’s
of the two lenses are 5.16 mm and 3.10 mm,
respectively. Both lenses are AR-coated.
Intensity on target is about 30GW/m2 when
15W peak are incident from all four lasers. A
stepper motor drives the closed-loop fuel tape
in the longitudinal direction at speeds of 5 to
20 mm/s. A second stepper motor slowly
advances the beam delivery system (fiber ends
and two lenses) across the tape at a rate of one
track width per revolution of the tape loop,
resulting in a continuous helical path that
eventually accesses the entire tape.

B. Micronewton Test Stand

The test unit was mounted to one end of a
counterbalanced bar suspended by a 250-um
steel fiber inside a vacuum chamber®. Thrust F

Figure 2. Ablation tape test unit. The inset shows the laser- ~ generated by the test unit was determined by
produced plasma jet.

measuring the rotation of the bar. Ablation
mass loss Am was determined by weighing the

ablation test tape before and after a test run using a microgram Mettler balance. Ambient pressure during tests was
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Figure 3. Very low thrust data demonstrates precision of our
aN thrust stand. The scatter is not due to measurement error, but
-ather the periodic motion of the torsion balance. The solid lines
are a third-degree polynomial fit to the data. Rreeiétan loftitite of Aeronautics and Astronautics
‘hrust stand with a simple probe-laser readout is +2uN. Even
Jetter precision has been demonstrated with an interferometric

padniit and will he renarted in a sithseniient naner

typically 50utorr.

To eliminate external torsion inputs to the thrust
measurement, power is supplied to the testbed thruster by
onboard Li-ion batteries (which, with electronics, constitute
the counterbalance), and test unit operation is controlled by an
external computer via an optical link.

Since the publication of reference 6, these measures have
improved the resolution of our torsion pendulum to +2uN
[Figure 3].

V. Results
Results we obtained are given in Table 2.

VI.  Conclusion
Our results showed the largest coupling coefficient Cp,

ever reported for some target materials, almost 2mN/W.
As expected from its definition, nag>1 for the GAP test

samples, but much lower for the less exothermic materials.
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The specific impulse values in the

Table 1. Laser Ablatant Materials table, computed from measured mass

Ablator Absorber Substrate loss of the ablated tapes, correspond
PVN 10% carbon nanopearls CA to exhaust velocities up to 2.5km/§.
% ink CA The;e values do not excged what is
PVC 5% in available from chemistry. The
GAP carbon nanopearls K advantage of using the combination
GAP 5% ink K of laser and chemical energy in the
GAP 1% Epolin 2057 935-nm absorber K present b\;voth . 'St ;jlscrete,
- programmable thrust output.
0, -
PVN 10/0 Epolin 2057 935-nm absorber K We reported +2uN sensitivity in
NC 2% carbon nanopearls CA our torsion-balance-based thrust

Table 2. Results of Measurements

Ablator I((MW/m2) | T(ms) Cm(uN/W) | F(uN) Isp(s) Nag(%)

PVN/10% carbon nanopearls 403 1 310 113 137 21
PVN/10% ink 403 1 256 94 155 19
PVN/1% Epolin 2057 175 1 103 35 76 4

GAP/ carbon nanopearls 175 1 1960 392 188 181
GAP/5% ink 150 1 1970 394 190 183
GAP/1% Epolin 2057 230 1 1574 167 256 198
PVC/5% ink 570 25 94 137 189 8.7
NC/2% carbon nanopearls 400 1 471 179 183 42

stand, a figure which is substantially improved relative to earlier reports.6

In nearly identical circumstances, nanopearl carbon as a laser absorber gave similar or better performance
compared to ink (which contains um- rather than nm-size particulates), while the tuned absorber dye gave similar or
somewhat worse performance. Although the advantage is slight, we saw a definite benefit to using nanosize
absorbing particles. We believe this is not due to better light-absorbing efficiency of nanosize particulates, nor, for
ms-duration pulses to higher transient temperatures, but rather to more intimate interaction with the exothermic
components of the absorbing mix.
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